Sylomer, zzo

Product datasheet

Influence of the shape factor
In the figures below one can find correction varying shape factors. Material  mixed cellular polyurethane

Colour red

Standard Sylomere range
Static range of use

Standard dimensions on stock
Thickness: 12.5 mm with Sylomere SR 220 - 12
25 mm with Sylomere SR 220 - 25

Figure 5: static load range Figure 6: deflection*

025 S 70% R
£ _— s Rolls: 1.5 m wide, 5.0 m long
= S 60 % . .
2 o2 g o N Stripes:  max. 1.5 m wide, up to 5.0 m long
s 02 / T 50% N
% E 40 % other dimensions (also thickness), as well as stamped 0.22 N/m
=1 S and molded parts on request
2 30% \
©
>

015
\
/ 20 %
// 10 % \

Area of application Compression load Deflection
yd \
01 0% depending on shape factor, values apply
N to shape factor 3
o \~~-_ H
0% stat!c range of use up to 0.22 N/mm? approx 10 %
0.05 20% (static loads)
01 0.5 1 3 10 01 0.5 1 3 10
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(short term, infrequent loads)

up to 4 N/mm? approx 70 %

Figure 7: dynamic modulus of elasticity at 10 Hz* Figure 8: natural frequency*
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§ 0% ) % mechanical loss factor m=0.13 DIN 53513* depending on frequency, load and amplitude
S 0% o 5%
E ,-?zf ° rebound elasticity 55 % DIN 53573 tolerance +/-10 %
g 20 g 10 % / compression set <5% EN ISO 1856 50 %, 23 °C, 70 h, 30 min after unloading
20 % =
§ // = // - static shear modulus 0.35 N/mm? DIN ISO 1827* at specific load of 0.22 N/mm?
= > 5% S
= // 0 //' § dynamic shear modulus 0.64 N/mm? DIN ISO 1827* at specific load of 0.22 N/mm2, 10 Hz
S 30% °
] J/ 20 % - I coefficient of friction (steel) Hs= 0.5 Getzner Werkstoffe dry
S £
- E coefficient of friction (concrete) Y= 0.7 Getzner Werkstoffe dry
-40 % 25 % 2
01 05 1 3 10 01 0.5 1 3 10 2 abrasion 1000 mm3 DIN 53516 load 10 N, bottom surface
shape factor shape factor 2
] operating temperature -30 bis 70 °C short term higher temperatures possible
§ < specific volume resistance >10"Q-cm DIN IEC 93 dry
zg
*reference value: specific load 0.22 N/mm?, shape factor 3 g § thermal conductivity 0.08 W/(mK) DIN 52612/1
s £
S3 flammability B2 DIN 4102 normal flammable
o5 B,Cund D EN ISO 11925-2 passed
x o
s
§ © * Tests according to respective standards All information and data is based on our current knowledge. The data can be applied for calculations
>3 and as guidelines, are subject to typical manufacturing tolerances and are not guaranteed. We reserve
R the right to amend the data.
==

Further information can be found in VDI-Guidline 2062
Further characteristic values on request.
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Load deflection curve Natural frequency
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